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ENERGY-EFFICIENT ELASTOMERIC ROOFING SYSTEM 

 
Acrylife Roofing System 

Summary of Membrane Approvals 
Factory Mutual System Approved Testing Certification 
Testing for Mechanically Fastened  No. OD3A7.AM, Class 4470 
Acryply 3000 PVC Roof Covers 
 

Class I-90 Windstorm Classification 

Underwriters  
Laboratories, USA 
 
 

Test according to ASTM D4434 
Class A Fire Rating  

Testing Authority for Bituminous 
Building Materials and Plastics of 
The Technical University of Munich  
 

Test According to DIN 16734 as per 
Supervision Agreement No 401 a/94 

Israel Standards Institute Test Certificate No. 736598 
 according to Paragraph 12 of the  
 Standards Law 5713/1953 (Israeli 
 Standard 1430 Part 1) 
Israel Standards Institute Quality Management Standard 
 SI ISO 9002 

Plastics Testing Laboratory Testing for Resistance to Chemicals 
Marktheidenfeld  
Testing Authority for Bituminous Testing for UV-Resistance according 
Building Materials and Plastics of the to DIN 16726, Subpara. 5.17 
Technical University of Munich  Testing Certificate  No. 2241 a/93,    
 According to DIN 16334 
Institute for Research and Testing Testing for Resistance to Spreading 
of Materials Baden-Wurttemberg Fire and Radiant Heat according to  
 DIN 4102 Part 7 
BDA KEURINGSINSTITUT B.V.  Testing Certificate No. BD K 11 A 00 
GORINCHEM (NL) Paragraph 8.7 of NL Nationale 
 Beoordelingsrichtlijn 1511/01  
 dated 1993-04-01 
British Board of Agreement Test Certificate 
  

Rakennusmestari Jussi Rautianinen Nordic Fire Test 
VTT Rakennustelkniikka Palotekniikka  

Warrington Fire Research External Fire Exposure Roof Test 
Consultancy Testing  BS 476: Part 3:  1958 
  
Institut Tchniki BUdowlanej Polish Testing Certificate  
 And Fire Resistance Certificate 

 


